
 

  

 

TEST CERTIFICATE 
 

 

BS 5609 (Section Three) 
 

 

Supplier: MACtac 

Product description: PJ6914 

Base Material: 2.6 mil white Polypropylene 

Ink: Actega:  

    Xcel Film SP Primer 

    Optafilm SP ULF Yellow 

    Optafilm SP ULF 186 Red 

    Optafilm Reflex Blue 

    Optafilm Jet Black 

 Water Litho Imprint Coating 

   

Smithers Pira reference: 16-135527 

 

 

Tests passed Test methods Clause reference 

Print key effectiveness H, G 8.1 

Abrasion resistance J, G 8.2 

Permanence of print E, G 8.3 

 

 

This is to certify that the above label base material had been tested by Smithers 

Pira and conforms to:  

 

 

BS 5609: 1986 Section 3 - 'Laboratory Performance of Printed Labels'. 

 

 

Signed   

  Maggie Carnegie 

 

Dated 18th February 2016 


